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Introduction

Since their discovery, enzymes have fulfilled an im-
portant role as catalysts of many chemical reactions.
Their high selectivity, efficiency and their rate of cata-
lyzing are the reasons for interest in the industrial utili-
zation of biocatalysts. However, due to the low stability
and resistance of enzymes in process conditions, this
task proved to be very difficult to accomplish. Previous
studies have resulted in the development of a number of
methods, the aim of which has been the improvement of
enzyme properties, and in particular immobilization that
is based on the decreasing mobility of enzymes (Syno-
wiecki and Wołowska, 2007). Substances obtained via
this method can be characterized not only by an impro-
ved chemical and thermal stability, but they also show
a slower decrease in catalytic activity in comparison to
free enzymes. An additional advantage of immobilized
biocatalysts is the possibility of performing catalyzed
reactions in polar as well as non-polar solvents (Tischer
and Wedekind, 1999).

Few immobilization methods are commonly applied,
and they differ in terms of the supports utilized, the type
and energy of interactions between the matrix and enzy-
me, and the type of compound participating in the forma-
tion of the interaction. Often, the type of reaction and
the enzyme that catalyzes a given chemical change deter-
mine the choice of the immobilization method. Solutions
already developed can be divided into immobilization
with covalent bond formation, immobilization through
encapsulation, entrapment and cross-linking (Kalantari
et al., 2012). The most popular and commonly used me-
thod of enzyme immobilization is adsorption on a car-
rier. This procedure is based on the creation of specific
interactions between the biocatalyst and the support,
which usually are hydrogen bonds or van der Waals for-
ces (Cao et al., 2003). Formation of these relations ena-
bles the application of an intermediate compound which

most often is a representative of biofunctional carbonyl
compounds, for example, glutaraldehyde. The advantages
of this method are the lack of interference in the enzyme
internal structure, the rate of the process and its low cost;
however, the drawbacks include weak biocatalyst connec-
tions with the support, which may result in fast elution of
the enzyme from the support, being a consequence of
a loss of the catalytic activity of the substance.

This paper presents the results of studies under-
taken to develop an effective adsorption immobilization
procedure for Amano Lipase A on an inorganic support
with the use of a glutar aldehyde as an intermediate com-
pound in the creation of interactions between the silica
support and the biocatalyst.

Experimental

Silica preparation

Silica was obtained via a modified Stöber method
(Stöber et al., 1968). The process is based on hydrolysis
and a tetraethoxysilane (TEOS) condensation reaction in
ethanol, in the presence of ammonia as a reaction cata-
lyst. The process was carried out in elevated tempera-
tures for 30 min. TEOS was dosed dropwise for 15 min
into a mixture of ethanol and ammonia in 1:10 volume
ratio. After precipitation, silica was filtered under redu-
ced pressure and dried at 105EC. The obtained SiO2

powder underwent an Fourier transform infrared spec-
troscopy (FT-IR) analysis, a particle size distribution ana-
lysis and morphological characterization.

Grafting of glutaraldehyde onto silica surface

After weighing an apropriate amount of silica, 6%
glutaraldehyde solution in phosphate buffer of a pH equal
to 7 was added. Once prepared, the mixture was shaken
in a shaker at room temperature. When the process was
finished the mixture was filtered under reduced pres-
sure, dried at a temperature of about 105EC for 24 h and
subjected to an FT-IR analysis.
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Adsorption immobilization of Amano Lipase A

Immobilization was performed analogous to the pro-
cedure proposed by Gustafsson et al. (Gustafsson et al.,
2012). According to this method, phosphate buffer and
Amano Lipase A solution of an appropriate concentra-
tion in the same buffer was added to the modified silica
with glutaraldehyde,. The mixture was shaken for 96 h
in a shaker at room temperature. When the process was
finished the mixture was filtered under reduced pres-
sure, and the support with the introduced enzyme was
dried at room temperature for about 24 h. The samples
were evaluated applying FT-IR and thermogravimetric
analyses. The parameters of the porous structure were
also examined.

Results and discussion

A dispersive-morphological analysis of silica dioxide
(IV) was carried out based on photographs performed
with the use of an EVO 40 scanning electron microscope
(SEM) made by Zeiss, and the particle size distribution
was estimated with a Zetasizer Nano ZS by Malvern In-
struments Ltd. The model microphotograph, presented
in Figure 1, shows that the obtained silica can be cha-
racterized with spherical particles of about 500 nm in
diameter. Results of the particle size analysis aren pre-
sented in the form of a volumetric fraction size distri-
bution (Fig. 2). Analyzing the obtained data it was found
that particles were uniform, with a size range from
342 nm to 825 nm, and the biggest volume fraction
(33.2%) was characteristic of particles of 531 nm in dia-
meter. The obtained data were confirmed by observation
performed with the use of an SEM technique.

FT-IR analysis was used to confirm the silica surface
modification with glutaraldehyde. The obtained FT-IR 

Fig. 1. SEM image of the obtained silica

Fig. 2. Particle size distribution by volume contribution
for SiO2 support

spectrum was compared with a spectrum of unmodified
silica and is presented in Figure 3. In the spectrum of
non-functionalized silica characteristic signals can be
observed: they originated from silanol groups /Si!OH
occuring at a wavenumber equal to 3748 cm!1, and a sig-
nal at 1120 cm!1 which comes from stretching vibrations
of /Si!O!. The remaining 3 signals appearing between
1000 and 469 cm!1 are related to asymmetric and sym-
metric bending and stretching vibrations which are
generated by the /Si!O!Si/ group. The band between
3500 cm!1 and 3200 cm!1, which refers to stretching vi-
brations of !OH, is also visible. Compared to the spec-
trum of unmodified silica, which is in the spectrum of
support after functionalization, the intensity of the signal
characteristic of glutaraldehyde increased, covering
bands related to the support. This means that the silica
surface was succesfully modified with glutaraldehyde.

Figure 4 shows FT-IR spectra of Amano Lipase A
(ALA) set-up with spectra of the support after the en-
zyme immobilization process carried out for 24 h
(ALA 24) and 96 h (ALA 96). In the spectrum of native
enzymes, a series of signals characteristic of surface
groups of the protein is clearly visible. Among these sig-
nals, one at a wavenumber around 2900 cm!1 originating
from stretching vibrations of the /C!H group is parti-
cularly distinguishable. Additionally, wide and intensive
bandsareeasilynoticablebetween 3600cm!1 and 3200cm!1

originating from stretching vibrations of the !OH group,
which mask the stretching vibrations band of the !NH
group. Characteristic signals originating from /C!O!
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Fig. 3. FTIR spectra of unmodified silica grafted
with glutaraldehyde

group stretching vibrations are noticeable at wavenumbers
equal to 1700 cm!1 and 1180 cm!1. Deformed vibrations
originating from !NH and !OH groups are visible near
1550 cm!1 and 1400 cm!1, respectively. Moreover, in the
range below 1000 cm!1 a series of signals related to va-
rious vibrations of the /C!C/ group appear.

The set-up of spectroscopic analyses presented
below confirms effective immobilization of a biocatalyst
on the surface of the support. In the spectrum of a sam-
ple after immobilization, not only signals characteristic
of silica are visible, but also the spectra originating from
groups located at the surface of the enzyme.

Fig. 4. FTIR spectra of the silica after immobilization
of Amano Lipase A for 24 h and 96 h

Additional confirmation of a succesfully conducted
immobilization process are the results obtained from the

adsorption analysis presented in Table 1. In comparison
to the data characteristic of the support, after immobili-
zation all the parameters describing the obtained pro-
duct decreased, which confirms accomplishment of the
enzyme immobilization process.

Table 1. Parameters of the porous structure of an unmodified
SiO2 and silica after immobilization

Analyzed parameter Silica
Silica after

immobilization

BET surface area [m2/g] 6.12 4.98

Pore size [nm] 3.25 2.96

Pore volume [cm3/g] 0.005 0.003

Conclusions

The obtained silica can be characterized by uniform,
spherical particles of a size of about 500 nm, which
enables fast and effective surface modification with the
use of a glutar aldehyde. FT-IR spectroscopy and porous
strtucture analysis confirmed an appropriate introduc-
tion of a bifunctional carbonyl compound which partici-
pates in the formation of interactions between the en-
zyme and the support, as well as an Amano Lipase A ad-
sorption immobilization process.

The development of a simple and effective procedure
for an immobilization process opens many possibilities
for its use in important catalytic applications. The opti-
malization of the presented method enables not only an
increase in the introduced amount of enzyme, but also
better utilization of the substances used in the process.
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